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  Consulting Engineers

Laboratory Services Group                   750 Corporate Woods Parkway                     Vernon Hills, Illinois 60061                   Phone: (847) 279-2500    Fax: (847) 279-2510

Project No.: 60095742
Project Name: TVA Kingston Coal
Date: 3/27/2009

Summary of Test Results

Boring No. Sample No. Depth (ft) pH

09-302 2 5.0-7.0 10.12
09-302 12 52.0-54.0 9.27
09-302 14 56.0-58.0 7.82
09-302 16 60.0-62.0 7.58
09-302 18 64.0-66.0 7.51
09-302 20 68.0-70.0 7.46
09-302 23 74.0-76.0 7.36
09-302 26 80.0-82.0 7.3
09-302 27 82.0-87.0 7.52
09-302 29 89.0-91.0 7.57
09-302 30 91.0-93.0 7.58
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