
Specific Gravity of Soils
ASTM D-854

  Consulting Engineers

Laboratory Services Group             750 Corporate Woods Parkway             Vernon Hills, IL 60061              Phone: (847) 279-2500     Fax: (847) 279-2550

Boring/Source Sample No. Depth Sample Description Specific Gravity
09-102 14A 31-31.5 Ash 2.186

09-102B OST-1 20.22.5 Ash 2.315
09-102B OST-2 B 29.5-32 Organic Clay 2.640
09-102B OST-2 T 29.5-32 Ash 2.309
09-102B OST-4 43.7-46.2 Silty Clay 2.696
09-103A ST-1 36-37.5 Silt 2.676
09-103A ST-1 36-37.5 Silty Sand 2.676
09-103A ST-1A 36-37.5 Silt 2.662
09-103A ST1-A 36-37.5 Silty Sand 2.662
09-103A ST-4 42-44 Silty Clay 2.754
09-103A ST-4 42-44 Silty Clay 2.754
09-103B OST-1 20-22 Ash 2.319
09-103B OST-5 43-43.5 Sandy Clay 2.718

09-104 6 29.5-30 Silt 2.711

09-104B 7 31.5-32 Silt 2.694
09-104B OST-9 35-37 Silty Clay 2.749

09-105A ST-2A 15-17 Silty Clay 2.678

09-105B OST-1 13-15.5 Silty Clay 2.704
09-105B OST-2 15.5-18 Silty Clay 2.697
09-105B OST-5 25-27.5 Silty Clay 2.705
09-105B OST-5 25-27.5 Silty Clay 2.704
09-105B OST-8 32-32 Silty Clay 2.701

09-107A 2 30-31.5 Sandy Silt 2.699

09-108A ST-1 25.5-27.5 Clayey Silt 2.686

09-108B OST-3 26-28.5 Silty Clay 2.697
09-109B OST-4 28-30.5 Silty Clay 2.697
09-109B OST-5 30.5-33 Silty Clay 2.691
09-109B OST-6 33-35.5 Silty Clay 2.696

09-200A ST-1 35-37 Silt 2.664

09-200B Combined Sample Ash 2.333

09-201A ST-1 26-28 Silty Clay 2.701
09-201A ST-3 29.5-31.5 Silty Clay 2.692
09-201B OST-1 16-18.5 Ash 2.274
09-201B OST-3 28-30.5 Silty Clay 2.710

09-203A OST-6 31-33.5 Silty Clay 2.683

09-203B OST-1 18.5-21 Ash 2.362
09-203B OST-5 28.5-30 Silty Clay 2.707

09-203B2 OST-3 26-28.5 Silty Clay 2.709

09-204A ST-3 17-18.5 Silty Clay 2.699
09-204A ST-3 17-18.5 Silty Clay 2.699
09-204A ST-5 20-21.5 Silty Clay 2.708

09-204B OST-5 15.5-18 Silty Clay 2.692

09-205A OST-6 18-20.5 Silty Clay 2.702
09-205A ST-2A 17-19 Silty Clay 2.744
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09-205B OST-2 18-18.5 Sandy Silt 2.712
09-205B OST-3 20.5-21 Sandy Silt 2.710

09-206A ST-2 15.5-17 Silty Clay 2.701
09-206A ST-4 18.5-20 Silty Clay 2.706

09-206B OST-3 15-17.5 Silty Clay 2.692
09-206B OST-4 17.5-20 Silty Clay 2.784

09-207B OST-1 8-10.5 Ash 2.311
09-207B OST-2 10.5-13 Ash 2.317
09-207B OST-6 27.5-30 Silty Clay 2.725
09-207B OST-7 25-25.5 Clayey Silt 2.725

09-209A ST-3 10.5-12.5 2.686

09-209B OST-2 10.5-11 Silty Clay 2.697

09-211A 1 24-26 Silty Sand 2.646
09-211A 1A 24-26 Sandy Silt 2.731

09-211B OST-4 29-29.5 2.700

09-301B OST-7 90-92.5 Silty Clay 2.669
09-301B Ost-8 94-94.5 Sandy Clay 2.669

09-302 S-12 52-54 Ash 2.395
09-302 S-14 56-58 Ash 2.364
09-302 S-16 60-62 Ash 2.303
09-302 S-18 64-66 Ash 2.439
09-302 S-2 5.0-7 Ash 2.375
09-302 S-23 74-76 Ash 2.321
09-302 S-26 80-82 Ash 2.435
09-302 S-27 82-84 Ash 2.431
09-302 S-29 89-91 Ash 2.459
09-302 S-30 91-93 Ash 2.453

09-302B S-20 68-70 Ash 2.404

09-303A ST-3 90.5-92 Silty Clay 2.702
09-303A ST-4 92-93.5 Silty Clay 2.764

09-303B OST-10 90-92.5 Silty Clay 2.698
09-303B OST-10 90-92.5 Silty Clay 2.726
09-303B OST-11 92.5-95 Silty Clay 2.704
09-303B OST-12 95-97.5 Silty Clay 2.690
09-303B OST-3 42.5-45 Ash 2.287
09-303B OST-4 70-72.5 Ash 2.374
09-303B OST-6 80-82.5 Ash 2.397
09-303B OST-7 82.5-85 Ash 2.613
09-303B OST-8 85-87.5 Ash 2.441

09-402A 2 38.5-40.5 Clayey Silt 2.663
09-402A 6 46.5-48.5 Silt 2.658

09-402B OST-4 36-38.5 Silty Clay 2.713
09-402B OST-5 38.5-41 Silty Clay 2.709
09-402B OST-6 41-43.5 Silty Clay 2.696
09-402B OST-7 43.5-46 Silty Clay 2.704
09-402B OST-8 46-48.5 Silty Clay 2.700
09-402B OST-9 43.5-46 Silty Clay 2.695
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09-404A 4 43-45 Ash 2.385

09-404B OST-3 40-40.5 Silt 2.697
09-404B OST-4 42.5-43 Sandy Clay 2.700
09-404B OST-5 45-45.5 Silty Clay 2.667

09-406A ST-3 38-40 Silty Clay 2.706
09-406A ST-4 46-48 Silty Clay 2.718
09-406A ST-5 42-44 Silty Clay 2.699

09-408B OST-9 41.5-42 2.650

09-413A ST-1 6.0-8 Silty Clay 2.709
09-413A ST-3 10.0-12 Silty Clay 2.723
09-413A ST-5 14-16 Silty Clay 2.729

09-500A 2 32-34 Sandy Silt 2.703

09-500B OST-3 24-26.5 Ash 2.434
09-500B OST-7 35.5-36 Silty Clay 2.624
09-500B OST-8 33.5-34 Sandy Silt 2.669

09-503A ST-2 37.5-39.5 Ash 2.479

09-503B OST-3 37.5-38 Ash 2.438
09-503B OST-4 38-40 2.754
09-503B OST-4 40-40.5 2.715

09-600 SS-35A 74-74.5 Silty Clay 2.735

09-600A ST-2 47.5-49.5 2.765

09-600B OST-1 32-34.5 Ash 2.294
09-600B OST-4 51-51.5 Sandy Silt 2.627

09-601 SS-10 19-21 Ash 2.310
09-601 SS-16 31.5-33.5 Silty Sand 2.667
09-601 SS-31B 65.5-66.5 Silty Sand 2.679
09-601 SS-8 15-17 Ash 2.301

09-601A 2 42-44 Sandy Silt 2.715

09-602A ST-3 63-63.5 2.709
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09-602B OST-5 67-67.5 2.704

09-604A 2 66-68 2.675

09-604B OST-6 65.5-66 Silty Clay 2.731
09-604B OST-7 68-68.5 Silty Clay 2.772
09-604B OST-8 69-69.5 2.742
09-604B OST-9 71-73.5 2.655

09-605B OST-1 28-30.5 Ash 2.326
09-605B OST-10 55-55.5 Silty Clay 2.759
09-605B OST-11 59-59.5 2.750
09-605B OST-9 54-54.5 Silty Clay 2.736

09-700A ST-3 27-29 2.726

09-708A ST-3 39-41 2.688

09-708A1 ST-2 30-32 2.591

09-712A2 ST-3 44.5-46 2.717
09-712A2 ST-2 44-45.8 2.747
09-712A2 ST-3 46-47 2.660

09-800A ST-2 30.5-32 2.687

09-801A ST-2 39.5-41.5 2.716
09-801A ST-6A 47.5-49.5 2.692

09-804A ST-6A 47.5-49.5 2.682

Test Trench ST-73V Ash 2.301
Test Trench ST-81V Ash 2.301
Test Trench ST-90H Ash 2.291
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