
Tested By: EMR Checked By: WPQ

SILTY CLAY, SOME F-C SAND, LITTLE F-C GRAVEL
- REDDISH BROWN 49 20 29 83.3 69.5 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: LOCATION SAMPLES Sample No.: LOCATION-094
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Dashed line indicates the approximate
upper limit boundary for natural soils
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Tested By: EMR Checked By: WPQ

SILTY CLAY AND F-C SAND - REDDISH BROWN 45 17 28 95.7 61.1 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: LOCATION SAMPLES Sample No.: LOCATION-099
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Dashed line indicates the approximate
upper limit boundary for natural soils
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Tested By: EMR Checked By: WPQ

SILTY CLAY, SOME F-C SAND - BROWN 32 16 16 98.9 76.5 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: LOCATION SAMPLES Sample No.: LOCATION-100
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Dashed line indicates the approximate
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Tested By: EMR Checked By: WPQ

SILTY CLAY, LITTLE F TO C SAND - REDDISH
BROWN 58 22 36 95.6 84.6 CH

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: LOCATION SAMPLES Sample No.: LOCATION-102
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Dashed line indicates the approximate
upper limit boundary for natural soils

4
7

W
A

TE
R

 C
O

N
TE

N
T

52
53

54

55

56

57

58

59

60

61
62

NUMBER OF BLOWS
5 6 7 8 9 10 20 25 30 40

LIQUID AND PLASTIC LIMITS  ASTM D 4318

Kingston Dredge Cell Failure RCA


	094_Location_AL
	099_Location_AL
	100_Location_AL
	102_Location_AL

