
Tested By: EMR Checked By: WPQ

6/5/2009

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

SILTY CLAY, SOME F-C SAND, LITTLE F-C GRAVEL -
REDDISH BROWN1.0
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20 49 29

5.3665 0.6600 0.0080
0.0015

CL A-7-6(19)

F.M.=1.15

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: LOCATION SAMPLES
Sample Number: LOCATION-094 Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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GRAIN SIZE - mm.
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% +3"
Coarse

% Gravel
Fine Coarse Medium

% Sand
Fine Silt

% Fines
Clay

0.0 9.3 0.9 2.2 4.3 13.8 11.5 58.0
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422



Tested By: EMR Checked By: WPQ

6/5/2009

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

SILTY CLAY AND F-C SAND - REDDISH BROWN
.375
#4
#10
#20
#40
#60

#100
#200

100.0
100.0

99.8
99.1
95.7
82.5
68.2
61.1

17 45 28

0.3246 0.2714 0.0385
0.0056

CL A-7-6(14)

F.M.=0.46

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: LOCATION SAMPLES
Sample Number: LOCATION-099 Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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GRAIN SIZE - mm.

0.0010.010.1110100

% +3"
Coarse

% Gravel
Fine Coarse Medium

% Sand
Fine Silt

% Fines
Clay

0.0 0.0 0.0 0.2 4.1 34.6 11.6 49.5
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422



Tested By: EMR Checked By: WPQ

6/5/2009

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

SILTY CLAY, SOME F-C SAND - BROWN
.375
#4
#10
#20
#40
#60

#100
#200

100.0
100.0

99.8
99.5
98.9
96.4
84.8
76.5

16 32 16

0.1872 0.1514 0.0231
0.0108

CL A-6(10)

F.M.=0.19

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: LOCATION SAMPLES
Sample Number: LOCATION-100 Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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GRAIN SIZE - mm.

0.0010.010.1110100

% +3"
Coarse

% Gravel
Fine Coarse Medium

% Sand
Fine Silt

% Fines
Clay

0.0 0.0 0.0 0.2 0.9 22.4 34.8 41.7
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422



Tested By: EMR Checked By: WPQ

6/5/2009

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

SILTY CLAY, LITTLE F TO C SAND - REDDISH BROWN
.375
#4
#10
#20
#40
#60

#100
#200

100.0
100.0

99.9
98.1
95.6
92.6
89.2
84.6

22 58 36

0.1673 0.0811 0.0030

CH A-7-6(33)

F.M.=0.21

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: LOCATION SAMPLES
Sample Number: LOCATION-102 Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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GRAIN SIZE - mm.

0.0010.010.1110100

% +3"
Coarse

% Gravel
Fine Coarse Medium

% Sand
Fine Silt

% Fines
Clay

0.0 0.0 0.0 0.1 4.3 11.0 19.5 65.1
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422
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