
Tested By: DAP Checked By: JDW

SILT-SIZED ASH, LITTLE CLAY, TRACE FINE SAND
- GRAY 21 25 NP ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-700A Depth: +740.3' - +741.5' Sample No.: ST-1
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Kingston Dredge Cell Failure RCA



Tested By: ER Checked By: WPQ

SILTY CLAY, LITTLE F-M SAND - BROWN AND
GRAY 25 15 10 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-700A Depth: +738.4' - +739.5' Sample No.: ST-2
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Dashed line indicates the approximate
upper limit boundary for natural soils
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Tested By: EMR Checked By: WPQ

SILTY CLAY, SOME F-M SAND - BROWN AND
GRAY 31 16 15 99.6 70.1 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-700A Depth: +736.0' - +737.5' Sample No.: ST-3
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Dashed line indicates the approximate
upper limit boundary for natural soils
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Tested By: PJP Checked By: JDW

SILTY FINE SAND, LITTLE CLAY - BROWN 18 17 1 100.0 45.7 SM

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-700A Depth: +734.0' - +735.5' Sample No.: ST-4
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Dashed line indicates the approximate
upper limit boundary for natural soils
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Tested By: MPM Checked By: JDW

SILTY FINE SAND, SOME CLAY - BROWN AND
GRAY NV NP NP 99.8 43.0 SM

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-700A Depth: +732.2' - +733.5' Sample No.: ST-5
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Tested By: MPM Checked By: JDW

SILT-SIZED ASH, LITTLE CLAY, TRACE FINE SAND -
GRAY

18 24 NP ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-708A1 Depth: +735.2' - +735.7' Sample No.: ST-1
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Tested By: EMR Checked By: WPQ

SILTY CLAY AND F-M SAND - GRAY 21 13 8 99.6 61.9 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-708A1 Depth: +731.7' - +733.7' Sample No.: ST-2
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Tested By: EMR Checked By: WPQ

SILT AND FINE SAND, SOME CLAY - GRAY 16 13 3 99.2 55.4 ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-708A1 Depth: +731.2' - +731.7' Sample No.: ST-3
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Dashed line indicates the approximate
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Tested By: EMR Checked By: WPQ

SILTY CLAY, LITTLE F-M SAND - BROWN 31 17 14 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-708A1 Depth: +728.5' - +729.7' Sample No.: ST-4
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Tested By: DAP Checked By: JDW

SANDY SILT LITTLE CLAY - BROWN 22 19 3 ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:
Project:

Figure

Sample Source: Boring 09-712A1 Depth: 45.8-46.0 Sample No.: ST-2
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Tested By: EMR Checked By: WPQ

SILTY FINE SAND, LITTLE CLAY - BROWN 16 15 1 99.7 44.1 SM

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-712A1 Depth: +717.8' - +719.3' Sample No.: ST-3
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Tested By: DS Checked By: WPQ

SANDY SILT, LITTLE CLAY - BROWN 20 18 2 ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-712A1 Depth: +716.8' - +717.8' Sample No.: ST-4
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Tested By: MPM Checked By: JDW

CLAYEY SILT, LITTLE F-M SAND - GRAY 23 17 6 CL-ML

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-712A2 Depth: +720.8' - +721.7' Sample No.: ST-1
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Tested By: DS Checked By: WPQ

SILTY CLAY AND F-M SAND - BROWN 25 15 10 99.6 54.5 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-712A2 Depth: +717.7' - +719.7' Sample No.: ST-2
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Tested By: DS Checked By: WPQ

SILTY CLAY AND F-M SAND - BROWN AND GRAY 23 15 8 99.7 52.9 CL

60095742 Tennessee Valley Authority

MATERIAL DESCRIPTION LL PL PI %<#40 %<#200 USCS

Project No. Client: Remarks:

Project:

Figure

Sample Source: Boring 09-712A2 Depth: +716.7' - +717.7' Sample No.: ST-3
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