
Tested By: PAP Checked By: WPQ

3/26/09

(no specification provided)
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ASH - DARK GRAY
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F.M.=0.00

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-1 VERTICAL Date:

Client:
Project:

Project No: Figure
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SIZE FINER PERCENT (X=NO)
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422



Tested By: PAP Checked By: WPQ

3/26/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH- BLACK
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F.M.=0.03

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-4 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
#10
#20
#40
#60

#100
#200

100.0
99.9
99.8
99.7
99.3
97.8

0.0294 0.0243 0.0141
0.0113 0.0064 0.0035
0.0026 5.46 1.12

F.M.=0.01

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-45 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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PARTICLE SIZE ANALYSIS OF SOILS  ASTM D 422



Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
.375
#4
#10
#20
#40
#60
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#200

100.0
98.7
97.9
96.9
95.7
94.7
93.1
89.8

0.0806 0.0351 0.0126
0.0102 0.0065 0.0029
0.0019 6.71 1.76

F.M.=0.21

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-46 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
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#4
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#20
#40
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#200
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95.6
94.9
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0.0586 0.0331 0.0124
0.0111 0.0081 0.0033
0.0019 6.65 2.83

F.M.=0.21

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-53 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
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F.M.=1.05

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-56 HORIZONTAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
#4
#10
#20
#40
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#100
#200

100.0
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0.0104 0.0060 0.0036
0.0025 5.25 1.08

F.M.=0.07

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-59 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: ER Checked By: WPQ

4/28/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
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#20
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#100
#200

100.0
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95.0
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0.0026 6.15 1.63

F.M.=0.03

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-73 VERTICAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: ER Checked By: WPQ

4/28/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
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#200
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F.M.=0.01

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-81 VERTICAL Date:

Client:
Project:

Project No: Figure
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SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
.375
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F.M.=0.17

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-83 HORIZONTAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: BCM Checked By: WPQ

5/4/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
.375
#4
#10
#20
#40
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#100
#200

100.0
97.5
93.8
88.7
85.1
81.3
74.8
66.2

1.0513 0.4202 0.0409
0.0211 0.0091 0.0045
0.0030 13.65 0.67

F.M.=0.73

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-84 HORIZONTAL Date:

Client:
Project:

Project No: Figure

SIEVE PERCENT SPEC.* PASS?
SIZE FINER PERCENT (X=NO)
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Tested By: ER Checked By: WPQ

4/28/09

(no specification provided)

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

*

ASH - DARK GRAY
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F.M.=0.00

Tennessee Valley Authority
Kingston Dredge Cell Failure RCA

60095742

Material Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: PERMEABILITY SAMPLES
Sample Number: ST-90 HORIZONTAL Date:

Client:
Project:

Project No: Figure
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