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Laboratory Compaction Characteristics of Soils

PROJECT: Kingston Dredge Cell Failure RCA
PROJECT NO.: 60095742
DATE: 4/28/09

Test specification:
  ASTM D 1557-07 Method A Modified
    

TEST PERFORMED ON 4/16/09.
NATURAL MOISTURE AS RECIEVED. Kingston Dredge Cell Failure RCA


